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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT*. 499-0049 ( COMPLETE ) REFERENCE INFO*, NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY! J, BARRON 
DATE PRINTED*, 24-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 6 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 6 2 -150 6 Asses Prep 6

RFBARKSI TTtiffl lOll T5 ARE REPORTED

REPORT COPIES TO: MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 • _ ,.. 

REPORT! 499-0049 (COMPLETE) 

CLIENT! BROHH MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAHPLE TYPES NUMBER 
------------------------------
D DRILL CORE 6 

.,. ...:~ J; l&IIU l.'J;"iflt Tl.t J\UJ;: ...... 

REPORT COPIES TO! HR, JIN BARRON 
HR, JIM BARRON 

, . 

BC 
BONDAR-CLEGG 

NUKBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 24-JAN-89 

ANALYSES DETECTION LIKIT EXTRACTION KETHOD 

6 0,002 OPT Fire Ass~ 

SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS HUltBER 
------------------------------ ---------------------------
2 -150 6 Assa<.:1 Prep 6 

INVOICE TO: KR, JIH BARRON 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 ♦

BONDAR-CLEGG

Geochemical
Lab Report

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ...., 

REPORT! 499-0049 

SAMPLE 
NUNBER 

D2 R89-542-0-S 
D2 R89-542-S-10 
D2 R89-542-10-15 
D2 R89-542-15-20 
D2 R89-542-20-25 

D2 R89-542-25-30 

ELEMENT 
UNITS 

Au 
OPT 

<0,002 
<0,002 
<0.002 
0,003 

<0,002 

{0,002 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0050 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY! J. BARRON 
DATE PRINTED: 30-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

I Au Geld 54 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 54 2 -150 54 Asses Prep 54
Excessive Wetness 1291
Ss#ple Pickup 1

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 _ . ._ 

REPORT! 499-0050 {COMPLETE) 

CLIENT! BROHM MINING CORP. 
PROJECT: HONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

54 

REMARKS: FINAL RESULTS ARE REPORTED. 

REPORT COPIES TO: HR. JIN BARRON 
Mn ITM nAnnn..i 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

54 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUHBER 

54 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBHITTED BY! J, BARRO!~ 
DATE PRINTED! 30-JAN-89 

liETHOD 

Fire Ass~!;; 

SAKPLE PREPARATIONS NUKBER 

Assa~ PreP 54 
E>:cessi ve Wetness 1291 
Sa1Ple Pickup 1 

INVOICE TO! HR, JIM B~RRON 



Geochemical
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

REPORT*, 499-0050 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-542-30-35 0,006 D2 R89-542-230-235 <0,002
D2 R89-542-35-40 <0.002 D2 R89-542-235-240 <0.002
D2 R89-542-40-45 <0,002 D2 R89-542-240-245 <0.002
D2 R89-542-45-50 0.003 D2 R89-542-245-250 <0.002
D2 R89-542-50-55 <0.002 D2 R89-542-250-255 <0,002

D2 R89-542-55-60 <0,002 D2 R89-542-255-260 <0.002
D2 R89-542-60-65 <0.002 D2 R89-542-260-265 <0.002
D2 R89-542-65-70 <0.002 D2 R89-542-265-270 <0,002
D2 R89-542-70-75 <0,002 D2 R89-542-270-275 <0,002
D2 R89-542-75-80 <0.002 D2 R89-542-275-280 <0.002

D2 R89-542-80-85 <0.002 D2 R89-542-280-285 <0.002
D2 R89-542-85-90 <0,002 D2 R89-542-285-290 <0.002
D2 R89-542-90-95 0,008 D2 R89-542-290-295 <0.002
D2 R89-542-95-100
D2 R89-542-100-105

<0,002
<0,002

D2 R89-542-295-300 <0.002

D2 R89-542-105-110 0,003
D2 RS9-542-110-115 0,035
D2 R89-542-115-120 0,006
D2 R89-542-120-125 0,014
D2 R89-542-125-130 0,006

D2 R89-542-130-135 <0,002
P2 R89-542-135-140 <0,002
D2 R89-542-140-145 <0.002
D2 R89-542-145-150 <0,002
D2 R89-542-150-155 <0,002

D2 R89-542-155-160 <0.002
D2 R89-542-160-165 <0,002
D2 R89-542-165-170 <0.002
D2 R89-542-170-175 <0,002
D2 R89-542-175-180 <0.002

D2 R89-542-180-185 0.003
D2 R89-542-185-190 <0,002
D2 R89-542-190-195 0.003
D2 R89-542-195-200 <0.002
D2 R89-542-200-205 <0.002

D2 R89-542-205-210 <0,002
D2 R89-542—210-215 <0.002
D2 R89-542-215-220 <0,002
D2 R89-542-220-225 <0.002
B2 R89-542-225-230 <0.002

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ~.-,,4' 

REPORT! 499-0050 

SAttPLE ELEMENT 
NUl1BER UNITS 

D2 R89-542-30-35 
D2 R89-542-35-40 
D2 R89-542-40-45 
D2 R89-542-45-50 
D2 R89-542-50-55 

D2 R89-542-55-60 
D2 R89-542-60-65 
D2 R89-542-65-70 
D2 R89-542-70-75 
D2 R89-542-75-80 

D2 R89-542-80-85 
D2 R89-542-85-90 
D2 R89-542-90-95 
D2 R89-542-95-100 
D2 R89-542-100-105 

D2 R89-542-105-110 
D2 R89-542-110-115 
D2 R89-542-115-120 
D2 R89-542-120-125 
D2 R89-542-125-130 

D2 R89-542-130-135 
D2 R89-542-135-140 
D2 R89-542-140-145 
D2 R89-542-145-150 
D2 R89-542-150-155 

D2 R89-542-155-160 
D2 R89-542-160-165 
D2 R89-542-165-170 
D2 R89-542-170-175 
D2 R89-542-175-180 

D2 R89-542-180-185 
D2 R89-542-185-190 
D2 R89-542-190-195 
D2 R89-542-195-200 
D2 R89-542-200-205 

D2 R89-542-205-210 
D2 R89-542-210-215 
D2 R89-542-215-220 
D2 R89-542-220-225 
D2 R89-542-225-230 

Au 
OPT 

0,006 
<0,002 
<0,002 
0,003 

<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
0,008 

<0,002 
<0,002 

0,003 
0,035 
0,006 
0,014 
0,006 

<0,002 
<0,002 
<0,002 
(0,002 
<0,002 

<0,002 
<0,002 
(0,002 
<0,002 
<0,002 

0,003 
<0,002 
0,003 

(0,002 
<0,002 

<0 .002 
<0,002 
<0,002 
(0,002 
<0,002 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R89-542-230-235 <0,002 
D2 R89-542-235-240 <0,002 
D2 R89-542-240-245 <0,002 
D2 R89-542-245-250 <0,002 
D2 R89-512-250-255 <0,002 

D2 R89-542-255-260 <0,002 
D2 R89-542-260-265 (0,002 
D2 R89-542-265-270 <0,002 
D2 R89-542-270-275 <0,002 
D2 R89-542-275-280 <0,002 

D2 R89-542-280-285 <0,002 
D2 R89-542-285-290 <0,002 
D2 R89-542-290-295 <0,002 
D2 R89-542-295-300 <0,002 

Geochemical 
Lab Report 

PAGE 1 



LAB. REPORT NO. 

|—-j BONDAR-CLEGG INC.

129BD W CEDAR DR., LAKEWOOD, CO. B022B PHOfSJE: 9694404 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date Shipped____________ ______________________________ Via□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

DCP

pb tn

Pa

Pb

Cu

f □ assay (%, ore grade) ) □ t prepared I
Please analyze by t > methods, the enclosed < I samples

‘ □ geochemical (ppm, trace level) * □ ' unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

□ Results_ _ _ _ _ _ _ _ _
□ Invoices_ _ _ _ _ _ _ _ _
□ Pulps_ _ _ _ _ _ _ _ _ _
□ Rejects_ _ _ _ _ _ _ _ _

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results_ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoices__
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps_ _ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects_ _ _

□ Results
□ Invoice
□ Pulps _
□ Rejects

□ Results
□ Invoice
□ Pulps _
□ Rejects

CLIENT’S COPY

LAB. REPORT NO. B BONDAR-CLEGG INC. 

12980 \N. CEDAR OR., LAKE\NOCXJ, CO. a:J228 A-i~: 989-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped _____ ___;_ ___ ______ Via----~ Prepaid or • Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES _ _________ _ 

GEOLOGIST'S NAME _______ _. HONE NUMBER _____ PROJECT NAME OR NUMBER ______ _ 

Samples # Sample Numbers ELEMENTS TO BE ANALYZED 
Type Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V 

I . 
' 

"')'') 

• assay (%, ore grade) 
Please analyze by { • geochemical (ppm, trace level) 

• DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

u w 

} 

Neutron 
F Au As Hg Sn Sb Ba E spec Activation DCP 

• {prepared 
methods, the enclosed 

• unprepared 

Ore 
test 

} samples 

COMMENTS _________________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

• RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

• Results 

• Invoices 

• Pulps 

• Rejects 

• Results 

• Invoice 

• Pulps 

• Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

• DISCARD AFTER ANALYSIS COMPLETE 

• RETURN COD AFTER ANALYSIS COMPLETE 

• STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES ANO SAMPLES TO BE SENT TO: 

• Results 

• Invoices 

• Pulps 

• Rejects 

• Results 

• Invoice 

• Pulps 

• Rejects 

CLIENT'S COPY 



WHITE: Lang Office Copy YELLOW: Geologist Copy

LANG EXPLORATORY DRILLING DAILY DRILLING REPORT RIG #: / 

Daily 

Start time: I 
rl I #'}~ Daily 
if (., 'V Fin ish t ime: 

PROJECT 

NAME: J~ 
Angle or ei tLc..1I Hole #: Hole #: 

71 ,....1--(circle one)---

Depth today: Depth yesterday: Depth today: 

TOTAL 
FOOTAGE DRILLED 

TODAY: 

3-r _; JS FT. 

I 

MATERIALS USED 

Quantity : Size: Material Name: Quantity : Size: Material Name: 

BIT#: 

BIT#: 

Gal. 

Gal. 

Bags 

Qu ick Foam 

E-Z Mud 

Cement 

_ _ " Rod Wipers 

_ _ " _ _ x __ Nipple 

__ " __ x __ Nipple 

_ ___ • Elbow 

__ " Tee 

_ _ " Tri -Cone Wear Sleeves 

Bazooka Tube 

_ _ " Pipe Plug 

14-Hole Adapter 

___ ft. of _ _ " Casing 

_ _ .. Casing Couplers 

S~: TYPE: Tri -Cone Carbide, Harnme1 Bi 
I 1/(_j Tri -Cone Steel Tooth 
~ 7 --- (circle one of the above) ---

S\ZE: TYPE: Tri -Cone Carb ide, Hammer Bit , 
Tri -Cone Steel Tooth 

--- (circle one of the above) ---

o 'O(' 

-1t<§> 5 

l!u 
MAKE: 

71t[)Q 

,'fJO 

SAMPLING PERFORMED BY LANG? V° No Partially (c ircle one) 

_ _ Hrs. MOVING, ___ Hrs. HAULING WATER, __ Hrs. STANDBY 

__ Hrs. BIG/SMALL CAT (circle one), ___ Hrs. SKIDDER, 

__ Hrs. HOURLY (repairs , lost c irculat ion 

FOOTAGE: 

FOOTAGE: 

Size: - ,,. - Material Name: 

~(/0· , 

New_[ Bit previously used)-_ Used 
Bit '-- _on thLs ro~ c Bit 
--- ---- --(c ircle one)- --------­

New __ Bit previously used _ _ Used 
Bit on this project Bit 
- - --------(circle one)--------- -

Helpers signature 
etc .,) -----.......... '."'-r-.,-...-~"---='-:-'-if----i'--r--t.-r-J'-'-.._.""' _______ ---t **********JUSTIFY HOU 

._ __ Getting Fuel 

.---Chasing for Parts 
) ___ Drive Time (after the 1st one hour) 

CLIENT REP: ______ __________ Was the hole(s) completed to desired depth? Yes __ No _ _ ? __ 

WH ITE: Lang Office Copy YELLOW Gt1.ilogi&1 Copy 
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Drill Type Caalna Death State Sheet 1 nt ■

Mole Size Bearing “77 , Inclination Date Started /-<* ^
Collar Elev. 52&6.1 Final Deoth Z>C?£

Date Comoleted > ~ 1 ~ ^ Hole Surveyed /V0 'bouJ/</Hoi F

L
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Contractor U,)(I" 

Orm Type 

Hole Size 

Collar Elev. 52BB, l 
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4lolo 75 1'1~N 
Coordinate• 2-0~85 • ~ (. Project Pv81 4J.Jr.>C1-"-, t,81- 5v3 Cl~ Hole No. 
Caalng Depth State ~r.:> Sheet_Lot z 
Bearing - lncllnatlon '?o Oat• Started ,-~ %''i Property Q_/1, .... ,,- (f;.,,~t 

Final 0eoth ',05 Oat• Completed J-7- ~ Hole Surveyed ti. 0 bowA/Hotf,. 
UQWII MOLll 

GEOLOGIC NOTES LO~ATION 
"' ... .. "' • 8 § u g - 2 DESCRIPTION MINERALIZATION • z: - ... 

ROCK TYPE IUIIBIIMJIAM l 
C • C 

lJ.ll ASSAY Ii ... i : > ... ...... ALOev, ALTl91ATION. ,,.,_,.. •• , ... ••••••. 01•••-"'••··· . - "' I Q _, 
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Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404^ * BC

BONDAR-CLEGG

Geochemical
Lab Report

REPORT*, 499-0052 ( C0MFLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining corf, 
project: none listed

submitted by: j,
DATE PRINTED: 20-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 4 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 4 2 -150 4 Asses Prep 4
Sample Pickup 1

remarks: final results are reported.

REPORT COPIES TOJ MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO'. MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 8~228 
(303) 989-1404~ 

REPORT: 499-0052 (COMPLETE) 

CLIENT: BROHff MINING CORP, 
PROJECT: HONE LISTED 

ORDER ELEMENT 

1 Au Gold 

SAMPLE TYPES NUMBER 

D DRILL CORE 4 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: HR, JIM BARRON 
HR, JIH BARRON 

BC 
BONDAR-CLEGG 

C 

NUHBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 20-JAN-89 ----

J 

ANALYSES DETECTION LIHIT EXTRACTION METHOD 

4 0,002 OPT 

SIZE FRACTIONS ~lUHBER 
------------------------------
2 -150 4 

Fire Ass~ 

SAMPLE PREPARATIONS NUHBER 
---------------------------
Assa!:! Prep 
SaPle Pid.uP 

INVOICE TO: HR, JIM BARRON 

4 
1 

____ J 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado S0228

(303) 989-1404^ ■ BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT'. 499-0052 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-543-0-5 <0,002
D2 R89-543-5-10 <0,002
D2 R89-543-10-15 <0,002
D2 R89-543-15-20 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado f 228 
(303) 989-1404. . · 

REPORT: 499-0052 

SAMPLE 
HUMBER 

ELEMENT 
UNITS 

Au 
OPT 

D2 R89-543-0-S <0,002 
D2 R89-543-5-10 <0,002 
D2 R89-543-10-15 <0,002 
D2 R89-543-15-20 <0,002 

BC 
BONDAR-CLEGG 

PROJECT: NOHE LISTED 

Geochemical 
Lab Report 

PAGE 1 

_J 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228
(303) 989-liQ4.

¥

BC
BONDAR-CLEGG

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-J.i.% , 

BROHN MINING CORP, 
liR, Jlli BARRON 
P,O, BOX 485 
ItEADWOOD, SD 
57732 
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BONDAR-CLEGG 
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Geochemical 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1401

BONDAR-CLEGG

REPORT*. 499-0051 ( COMPLETE ) REFERENCE INF05 NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY*. J. BARRON 
DATE PRINTED*, 26-JAN-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 16 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 2 -150 16 Assay Prep 16
Excessive Uetness 352
Sanple Pickup 1

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1_ 

• J 

REPORT: 499-0051 (COMPLETE) 

CLIENT: BROHH HINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEltENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUMBER 

16 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: HR, JIH BARRON 
M£ ITM I\A£H"H'U.I 

BC 
BONDAR-CLEGG 

NllltBER OF LOWER 
ANALYSES DETECTION LIHIT EXTRACTION 

16 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUHBER 

16 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 26-JAN-89 

KETHOD 

Fire Assa~ 

SANPLE PREPARATIONS NllltBER 

Assa~ Prep 
Excessive Wetness 
Sa1Ple Pickup 

16 
352 

1 

INVOICE TO: HR, JIH BARRON 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-140}

BONDAR-CLEGG

Geochemical
Lab Report

REPORT; 499-0051 project; none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-543-20-25 <0.002
D2 R89-543-25-30 <0.002
D2 R89-543-30-35 <0.002
D2 R89-543-35-40 <0,002
D2 R89-543-40-45 <0.002

D2 R89-543-45-50 0.004
D2 R89-543-50-55 <0.002
D2 R89-543-55-60 <0.002
D2 R89-543-60-65 <0.002
D2 R89-543-65-70 <0,002

D2 R89-543-70-75 <0,002
D2 R89-543-75-80 0.008
D2 R89-543-80-85 <0,002
D2 R89-543-85-90 <0.002
D2 R89-543-90-95 <0,002

D2 R89-543-95-100 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1 

REPORT: 499-0051 

SAl'IPLE ELENENT 
NUNBER UNITS 

D2 R89-543-20-25 
D2 R89-543-25-30 
D2 R89-543-30-3S 
D2 R89-543-35-40 
D2 R89-543-40-45 

D2 R89-543-45-50 
D2 R89-543-50-55 
D2 R89-543-55-60 
D2 R89-543-60-65 
D2 R89-543-65-70 

D2 R89-543-70-75 
D2 R89-543-75-80 
D2 R89-543-80-85 
D2 R89-543-85-90 
D2 R89-543-90-95 

D2 R89-543-95-100 

Au 
OPT 

<0.002 
<0.002 
<0.002 
<0.002 
<0.002 

0,004 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
0,008 

<0,002 
<0,002 
<0,002 

<0,002 

BC 
BONDAR-CLEGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



Bondar-Ckgg, Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228
(303) 989-1404 '■ „

** BONDAR-CLEGG

Geochemical
Lab Report

t 

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 I ~ . 
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Geochemical
Lab Report

Bondar-Ckgg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

REPORT*. 499-0054 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohh mining corp. 
project: none listed

SUBMITTED BY! J, BARRON 
DATE PRINTED! 30-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 41 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 41 2 -150 41 Assay Prep 41
Excessive Wetness 608
Sample Pickup 1

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewocxl, Colorado 80228 
(303) 989-1404 _, 

REPORT! 499-0054 (COMPLETE) 

CLIENT: BROHK MINING CORP, 
PROJECT: HONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

-41 

REHARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! KR, JIM BARRON 
Ml> IT II DAOOnll 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 30-JAN-89 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

41 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

41 

Fi re Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 
Excessive Wetness 
Saa?le Pid,UP 

INVOICE TO: HR, JIM BARRON 

41 
608 

1 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 ,

BONDARCLEGG

Geochemical
Lab Report

REPORT: 499—0054 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-543-125-130 <0,002
D2 R89-543-13G-135 <0,002
D2 R89-543-135-140 <0,002
D2 R89-543-140-145 <0,002
D2 R89-543-145-150 <0,002

D2 R89-543-150-155 <0,002
D2 R89-543-155-1A0 <0,002
D2 R89-543-160-165 <0.002
D2 R89-543-165-170 <0.002
P2 R89-54 3-170-175 <0,002

D2 R89-543-175-180 <0,002
D2 R89-543-180-185 0,029
D2 R89-543-185-190 <0.002
D2 R89-543-190-195 <0,002
D2 R89-543-195-200 <0,002

D2 R89-543-200-205 <0.002
D2 R89-543-205-210 <0,002
D2 R89-543-210-215 <0,002
D2 R89-543-215-220 <0.002
D2 R89-543-220-225 <0,002

D2 R89-543-225-230 0,003
D2 R89-543-230-235 <0,002
D2 R89-543-235-240 <0.002
D2 R89-543-240-245 <0,002
D2 R89-543-245-250 <0.002

D2 R89-54 3-250-255 <0,002
D2 R89-543-255-2A0 <0.002
D2 R89-543-260-265 <0,002
D2 R89—543—265-270 <0.002
D2 R89-543-270-275 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 # 

REPORT: 499-0054 

SAKPLE 
NUl'i.BER 

ELEKENT 
UNITS 

D2 R89-543-100-105 
D2 R89-543-105-110 
D2 R89-543-110-115 
D2 R89-543-115-120 
D2 R89-543-120-125 

D2 R89-543-125-130 
D2 R89-543-130-135 
D2 R89-543-135-140 
D2 R89-543-140-145 
D2 R89-543-145-150 

D2 R89-543-150-155 
D2 R89-543-155-160 
D2 R89-543-160-165 
D2 R89-543-165-170 
D2 R89-543-170-175 

D2 R89-543-175-180 
D2 R89-543-180-185 
D2 R89-543-185-190 
D2 R89-543-190-19S 
D2 R89-543-195-200 

D2 R89-543-200-205 
D2 R89-543-205-210 
D2 R89-543-210-215 
D2 R89-543-215-220 
D2 R89-543-220-225 

D2 R89-543-225-230 
D2 R89-543-230-235 
D2 R89-543-235-240 
D2 R89-543-240-245 
D2 R89-543-245-250 

D2 R89-543-250-255 
D2 R89-543-255-260 
D2 R89-543-260-265 
D2 R89-543-265-270 
D2 R89-543-270-275 

D2 R89-543-275-280 
D2 R89-543-280-285 
D2 R89-543-285-290 
D2 R89-543-290-295 
D2 R89-543-295-300 

Au 
OPT 

<0,002 
0,004 

(0,002 
0,003 
0,003 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<o,on2 
<0,002 
<0,002 

<O,OG2 
0,029 

<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

0,003 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

(0,002 
<0,002 
<0,002 
<0 ,002 
<0,002 

BC 
BONDAR·CLEGG 

SAHPLE 
NUMBER 

PROJECT: MONE LISTED 

ELEMENT 
UNITS 

Au 
OPT 

D2 R89-543-300-305 <0,002 

Geochemical 
Lab Report 

PAGE 1 



LLAB. REPORT NO. -f '

BONDAR-CLEGG INQ

12980 W. CEDAR DR., LAKEWOOD, CO. 00228 PHONE: 3BS-VW3a TELEX: ^15-633

Date Shipped____
7-9

SAMPLE SHIPMENT NOTICE

Via□ Prepaid or

# Parcels in Shipment. 

GEOLOGIST'S NAME___

TOTAL NUMBER OF SAMPLES

□ Collect
Jk

.PHONE NUMBER. .PROJECT NAME OR NUMBER.

Samples
Type

#
Samples

Sample Numbers 
(Series!

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

\ ' / Mvcftioit

C.-A c.
3r>'-

Neutron

Neutron

Neutron

Neutron

Neutron

Activation

f

{ O assay (%, ore grade) ) □ f prepared 1
Please analyze by S > methods, the enclosed < t samples

' □ geochemical (ppm, trace level) * TJ ‘ unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results _
□ Invoices
□ Pulps_
□ Rejects.

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

O Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
□ Invoices _ _ _ _
□ Pulps_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
□ Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

□ Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
□ Invoice_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
□ Pulps_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
□ Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

CLIENT’S COPY

B 
LAB. REPORT NO. 

BDNDAR-CLEGG INC. 

12980 W. CEDAR OR., LAKEVVDCXJ, CO. 80228 Pl-i~: SBS-1404 TELEX: 45-683 

SAMPLE SHIPMENT NOTICE 

Date Shipped ____ 7 ____________ Via _____ Prepaid or • Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES __________ _ 

GEOLOGIST'S NAME ________ ,PHONE NUMBER ______ PROJECT NAME OR NUMBER ______ _ 

Samples # Sample Numbers ELEMENTS TO BE ANALYZED 
Type Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V 

~ . 

- ;Jr.; 

' I <'IT 

Please analyze by 
• assay (%, ore grade) { • geochemical (ppm, trace level) 

D DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

u w 

} 

Neutron 
F Au As Hg Sn Sb Ba E spec Activation DCP 

. 

• {prepared 
methods, the enclosed 

• unprepared 

Ore 
test 

} samples 

COMMENTS _________________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DA VS 

D Results 
D Invoices 

D Pulps 
D Rejects 

D Results 
D Invoice 

D Pulps 

D Rejects 

PLE ASE INDICATE SAMPLE DISPOSITION 

PULPS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES AND SAMPLES TO BE SENT TO 

D Results 

D Invoices 

D Pulps 

D Rejects 

D Results 

D Invoice 

D Pulps 

D Re1ects 

CLIENT'S COPY 



LAB. REPORT NO.

BGNDAR-CLEGG INC.

12900 W. CEDAR DR., LAKEWOOD, CO. 00220 PHOfNJE: 909-VTCK1 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mo Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation OCP

Ore
test

Qpq _
Pc Mn

y/r-f5

Nsutren

K««tror.

Hmrm

Hg

Pb !■>

Zo Ba OCP

i jp assay (%, ore grade) '} □ / prepared
f samplesPlease analyze by > methods, the enclosed <

" □ geochemical (ppm, trace level) Jf □ l unprepared /

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results □ Results
_

v >1 CX (’*\r\ Af v X- sT! 7 - *________________

□ Invoices □ Invoices |S.r~ f ’ H\Y rvr_____________

□ Pulps □ Pulps

□ Rejects □ Rejects

□ Results □ Results

□ Invoice □ Invoice

□ Pulps □ Pulps

□ Rejects n Rejects

CLIENT’S COPY

, 

LAB. REPORT NO. B BONOAR-CLEGG INC. 

12980 W CEDAR OR., LAKEVVOCD, CO. 80228 A-10'\E: 989-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped ------""'---'-________ Via ____ _...... Prepaid or • Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES __________ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER ______ PROJECT NAME OR NUMBER ______ _ 

Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore 
(Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi Au As Hg Sn Sb Ba Type Samples V u w F E spec Activation OCP test 

-
/J 

, 

r-,r~ 
~,,.. - r 

'-

• assay (%, ore grade) 
Please analyze by { • geochemical (ppm, trace level) 

D DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

} 

J 

• {prepared 
methods, the enclosed 

• unprepared 
} samples 

COMMENTS _________________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

D Results 

D Invoices 

• Pulps 

D Re1ects 

• Results 

D Invoice 

D Pulps 

D Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

• DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RE SUL TS. INVOICES AND SAMPLES TO BE SENT TO: 

D Results 

D Invoices 

D Pulps 
D Rejects 

D Results 

D Invoice 

D Pulps 

D Re1ects 

CLIENT'S COPY 



LAB. REPORT NO________

BONDAR-CLEGG INC.

129BO W CEDAR DR., LAKEWOOD, CD. 00220 PHONE: 3B0-1AOa TELEX: <45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES__________________________________________

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER.

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation OOP

Ore
test

V \im-^3

-1 i
I^S DCP
tf-M

81
Neutron DCP
Neutron DCP

Pb

Pb

Pb

*$

( □ assay (%, ore grade) ) □ / prepared I
Please analyze by ) > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) ‘ □ l unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results n Results

□ Invnines □ Invoices.

□ Pulps □ Pulps

□ Rejects n Rejects

□ Results □ Results

□ Im/niee n Invoice

□ Pulps n Pulps

□ Rejects □ Rejects _

CLIENT’S COPY

B BONDAR-CLEGG INC. 

12980 \N. C EDAR OR., L AKEVVOCD, C O. 80228 PHOl"\E: 889-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

or D Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES __________ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER _____ PROJECT NAME OR NUMBER ______ _ 

Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore 
(Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi Au As Hg Sn Sb Ba 

k 

Type Samples V 

I • I_, 

r-; 
I 

)./) 

D assay (%, ore grade) 
Please analyze by { 

D geochemical (ppm, trace level) 

D DO NOT ASSAY GEOCHEMICAL OVERLI MITS 

u w 

} 

F E spec Activation OCP 

• {prepared 
methods, the enclosed 

• unprepared 

test 

} samples 

COMMENTS _____ ____________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

D Results 

D Invoices 

D Pulps 
D Rejects 

D Results 

D Invoice 
D Pulps 

D Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES AND SAMPLES TO BE SENT TO: 

• Results 

• Invoices 

• Pulps 

• Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

CLIENT'S COPY 



LANG EXPLORATORY DRILLING DAILY DRILLING REPORT RIG#:
- 6

Angle or Vertical Rig 
-------(circle one)------- DATE: 5 a . 5 , / 7 ^

Daily i-' ' Daily |v ' f>?o Iff Subsistence: PROJECT
Start time: ^ • io Finish time: u 1 Day 3 Men NAME: •■+ A-
Hole #:

RaV

Angle or Vertical 
--(circle one)___

Depth today:

-

Depth yesterday:

(nr )

Hole #: Angle or Vertical 
__(circle one)___

Depth today:

Hole #: Angle or Vertical

__(circle one)___

Depth today:

TOTAL 
FOOTAGE DRILLED 

TODAY:

/3(\ FT.

Quantity: Size: Material Name:

_______ Gal. Quick Foam

______  Gal. E-Z Mud

_______ Bags Cement

_______ _____ ” Rod Wipers

_______ _____ ” Tri-Cone Wear Sleeves

------ MATERIALS USED

Quantitv : Size: Material Name:

--------  Bazooka Tube

-------- 14-Hole Adapter

_X____Nipple

-X___ Nipple

-• Elbow

.ft. of

Tee

Pipe Plug 

_____ “Casing

Casing Couplers

Quantity Size: Material Name:

BIT#: SIZE:

* '1

TYPE: Tri-Cone Carbide, Hammer Bit, 
Tri-Cone Steel Tooth 

----- (circle one of the above)------

MAKE: FOOTAGE: New _Bit previously usedJ_Used 
Bit on this project Bit 

-------------------(circle one)-------------
BIT#: SIZE: TYPE: Tri-Cone Carbide, Hammer Bit, 

Tri-Cone Steel Tooth 
-----(circle one of the above) --

MAKE: FOOTAGE: New__Bit previously used__Used
Bit on this project Bit

--(circle one)-

FROM TO ACTIVITY

n. -I < £>£>■->- / ? r ^_____ Tn ft**?- S'*/3

g: ‘-IS' Tfl-iP Q^r f> I/., bbQo/v

3o f.oo -______ KA&i Atob- ______L C. l-I

M A k tr ^14 o, A >3___f____J>i: r-itJ___i___A/^1) ii"' t

.<n 3

SAMPLING PERFORMED BY LANG? Yes; No Partially (circle one) 

____ Hrs. MOVING,Hrs. HAULING WATER,Hrs. STANDBY

. Hrs. BIG/SMALL CAT (circle one), _Hrs. SKIDDER,

> t-Hrs HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation 

etc.,)----r,D' U 1 S'lj------ 42-44 V '■ r. Li L E>___O : JL)

/TV & i'- i- J r-
Hrs. ??

Drillers signature

Bp-Ajtflv AJOFjf.-r Hrs. ^

Helpers signature
Hrs. %

Helpers signature
**********JUSTIFY HOURS (If Applies)********** 

Getting Fuel

----------Chasing for Parts
Drive Time (after the 1st one hour)___________

CLIENT REP: .Was the hole(s) completed to desired depth? Yes. .No.

YELLOW-GEOLOGIST COPY ©

LANG EXPLORATORY DRILLING DAILY DRILLING REPORTIRIG#: -k '-

Angle or V~ Aig j 
- -- -(circle one)- --- DATE: ) A- ,v 6 • Io/'(, 1 

Daily ' Daily I Subsistence: I PROJECT .. 
Start time: 

A 
Finish time: u\J 1 Day Men NAME: > fl I J t J..:: J> (1 l 

Hole #: Angle or Vertica Hole#: Angle or Vertical Hole#: Angle or Vertical -- TOTAL ,. - -{circle one)-- - _ -(circle one) __ _ _...(circle one) ___ 
FOOT AGE DRILLED ~ 

Depth today: Depth yesterday: Depth today: Depth today: TODAY: 

~t)~ ( I , ) l , (l FT. 

- - - - - - - - - - - - - - - - - - - - - - . MATERIALS USED - - - - - - - - - - - - - - - - - - - - - -
Quantity: Size: Material Name: Quantity : Size: Material Name: Quantity Size: Material Name: 

Gal. Quick Foam 
.. __ x _ _ Nipple -- - --

Gal. E-Z Mud " __ x __ Nipple -- ---
Bags Cement " • Elbow -- -- ---

__ .,, Rod Wipers --- __ "Tee 

__ " Tri-Cone Wear Sleeves " -- Pipe Plug ---
- --- Bazooka Tube ft. of ___ " Casing 

---- 14-Hole Adapter _ ,, Casing Couplers 

BIT#: SIZE: TYPE: Tri-Cone Carbide~ammer Bi , MAKE: FOOTAGE: N~w __ Bit previously used _ Used 
Tri-Cone Steel Too h - Bit _ on this proje£ t _ Bit 

~ 'i --- (circle one of the above) --- ) /✓ - --------(circle one)----------
BIT#: SIZE: TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: New __ Bit previously used __ Used 

Tri-Cone Steel Tooth Bit on this project Bit 
---(circle one of the above) - - - --------- -(circle one)------ - ---

FROM TO ACTIVITY 

1. ~ '- 1--/ ,., Dk.1, _ I Jc,- T , .:iiJ) -r /) {) }< q - ')- t.1 3 

J LJ'-) ~.jl.l f K.1 f' D "-r fl I/, r"IIH /v 

f 3 \) ~ ,o J pr_,)~ . kh·DI A•" ri. ') IV }_ <" '-I 

I,~ t , _ .PI • o .J I- I I. • l ,C., !) I - ,. -f ll /u, I ;: I' _ 1:·21-· 

en ' .. \ - ✓ ..... 

I 
(l l ,. 1-u ,. ) 5 -7 

SAMPLING PERFORMED BY LANG? Ye~ No Partially (circle one) 

1 l'L I - I Hrs. )\ 

__ Hrs. MOVING, _ __ Hrs. HAULING WATER, __ Hrs. STANDBY Drillers signature 

__ Hrs. BIG /SMALL CAT (circle one), ___ Hrs. SKIDDER, 
I~,..,_ QC I, •• r Hrs. r 

Helpers signature 

.....,.._ Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost c irculation ~,~ J. Hrs. .,. 
Helpers signature 

etc.,) ·- .. . .. ~ ' 'I-, ., -- .. '- **********JUSTIFY HOURS (If Applies)********** 
Getting Fuel 

Chasing for Parts 
Drive Time (after the 1st one hour) 

#/4/#/ I@.~ 
' 

CLIENT REP: c...- Was the hole(s) completed to desired depth? Yes __ No __ 7 _ _ 
~ 

r 
YELLOW-GEOLOGIST COPY ® 



Contractor

4looU.55^

Coordinate* 28818 *Wa Pro|aet C\~U Hnla Na

Drill Type Casing Danth State 5c? Sheet / ot 2

Holo Size Bearing - Inclination Data Startad /' ”7 ' S'*) Prnnarty

Collar Eiev. ^3319 • 5 Final Danth Data Camnlatad /“ 2' ^ Mola Surveyed /Vo botOA/HOLP

D
R

IL
L

 CU
T

T
IN

G

I 

\ 
I 

\ . 

47oot..55N 
Contractor_~{A,.; __ "' ________ _ Coordinate• 2~818 ,\.4b E, c.. 1 t.. ProJect _________ ___.C"'-'-/ 7.,.::;;.-.,-

Orm Type __________ _ Caalng Depth ___________ _ State ___ 5_o __________ _ 

,,,.·.--- Hole Size 
.-:.-· ------------ 8earlng ____ lncllnatlon ___ '7' ___ o____ Date Started / - 7 - 8"'7 

Fin.I OeDth-
__ .3_"_~_; _________ 0 C I d / 0 e-~~ Collar Elev . __ ..,1.5"""3~2~lo~•..:::5:;__ ___ _ 

• GRAPHIC LOGS 
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ROCK TYPE I 

GEOLOGIC NOTES 
DESCRIPTION 

AlllftllMUAN 

Hole No. __ e..._8'_~_-_S_'-1_...f ___ _ 
'2. Sheet_f_ot __ _ 

Property 611.--r .£J:;::,a-~ 

Hole Surveyed No °J:>OWN Hou;, 
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Contractor Coordinates Profoct Hole Na

Drill Tyne Casing Depth State Sheet 2-ot ....

Hot* Size Bearing Inclination Data Started Property

Collar Elev. Final Daoth Data Completed Hoi* Surveyed
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Contractor ___________ _ 

Orm Type ___________ _ 

Coordinate•------------- Projec1 _____________ _ 

Casing Depth State _____________ _ 

Hole No. R.%1- sfl 
She~t t-ot -z_ 

d Hole S\ze ____________ _ Bearlng ____ lncllnatlo ------- Date Started __________ _ Property __________ _ 

Collar Elev. ___________ _ Final Oeoth Oat• Comoleted _________ _ Hole Surveyed ________ _ 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 98W1404
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 *

BONDAR-CLEGG

REPORT! 499-0057 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron
PROJECT: NONE LISTED DATE PRINTED: 26-JAN-89

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 29 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 29 2 -150 29 Assay Prep 29
Sample Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED►

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 98 -1404 • 

REPORT: 499-0057 ( COKPLETE) 

CLIENT: BROHN KINING CORP, 
PROJECT: HONE LISTED 

BC 
BONOAR-CI EGG 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 26-JAN-89 

NUMBER OF LOWER 
ORDER 

1 Au 

ELEKENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUKBER 

29 

REKARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! KR, JIH BARRON 
MR , JIM BARRON 

ANALYSES DETECTION LIKIT EXTRACTION 

29 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUKBER 

29 

METHOD 

Fire Assa!:I 

SAKPLE PREPARATIONS NUKBER 

Assay Prep 
Sa1Ple Pickup 

29 
1 

INVOICE TO! KR, JIK BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1401 *

BONDAR-CLEGG

REPORT', 499-0057 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OFT

D2 R89-544-0-5 <0.002
D2 RB9-544-5-10 <0.002
D2 RS9-544-10-15 <0.002
D2 R89-544-15-20 <0,002
D2 R89-544-20-25 <0,002

D2 R89-544-25-30 <0.002
D2 RS9-544-30-35 <0.002
D2 R89-544-35-40 <0.002
D2 R89-544-40-45 <0,002
B2 R89-544-45-50 <0.002

D2 R89-544-50-55 <0.002
D2 R89-544-55-60 <0,002
D2 RB9-544-60-65 <0,002
D2 R89-544-65-70 <0.002
D2 R89-544-70-75 <0.002

02 R89-544-75-80 <0.002
02 R89-544-80-85 <0.002
02 R89-544-85-90 <0,002
02 R89-544-90-95 <0.002
02 R89-544-95-100 <0.002

02 R89-544-100-105 <0,002
02 R89-544-I05-110 <0,002
02 R89-544-110-115 <0,002
02 R89-544-II5-120 <0.002
02 R89-544-120-125 <0,002

02 R89-544-125-130 <0.002
02 R89-544-130-135 <0.002
02 R89-544-135-140 <0.002
02 R89-544-140-145 <0.002

Bondar-Clegg, loc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 9 -1404 • 

REPORT! 499-0057 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R89-544-0-5 
D2 RB9-544-5-10 
D2 R89-544-10-15 
D2 RB9-544-15-20 
D2 R89-544-20-25 

D2 R89-544-25-30 
D2 R89-544-30-35 
D2 RB9-544-35-40 
D2 R89-544-40-45 
D2 R89-544-45-50 

D2 R89-544-50-55 
D2 R89-544-55-60 
D2 R89-544-60-65 
D2 R89-544-6S-70 
D2 R89-544-70-75 

D2 R89-544-75-80 
It2 R89-544-80-85 
D2 R89-544-85-90 
D2 R89-544-90-95 
D2 R89-544-95-100 

D2 R89-544-100-105 
D2 R89-544-105-110 
D2 R89-544-110-115 
D2 R89-544-115-120 
D2 R89-544-120-125 

D2 R89-544-125-130 
D2 R89-544-130-135 
D2 R89-544-135-140 
D2 R89-544-140-145 

Au 
OPT 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
(0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
(0,002 

<0,002 
<0,002 
<0,002 
(0,002 

BC 
BONDAR-CLEGG 

PROJECT! NOHE LISTED 

Geochemical 
Lab Report 

PASE 1 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood. Colorado 80228
(303) 9894^04 '

BC
BONDAR-CLEGG

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood. '.l!orado 80228 
(303)989~ ' 
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BROHN MINING CORP, 
HR, JIN BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR-a.EGG 

t t t 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404'

BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT) 499-0058 ( COMPLETE ) REFERENCE INFO) NONE LISTED

client: brohm mining corp, submitted by: j. barron

project: none listed date printed: 30-jan-s?

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 31 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 31 2 -150 31 Assay PreF 31
Excessive Wetness 681
Sauple Pickup 1

remarks: final results are reported.
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SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-544-145-150 <0,002
B2 R89-544-150-155 0,003
D2 R89-544-155-160 <0,002
D2 R89-544-160-165 <0.002
D2 R89-544-165-170 0.004

D2 R89-544-170-175 0,005
D2 R89-544-175-180 0,004
D2 R89-544-180-185 0,005
D2 R89-544-185-190 0,006
D2 R89-544-190-195 0.010

D2 R89-544-195-200 0,005
D2 R89-544-200-205 <0.002
D2 R89-544-205-210 <0.002
D2 R89-544-210-215 0,003
D2 R89-544-215-220 0,003

B2 R89-544-220-225 <0.002
D2 R89-544-225-230 0.005
D2 R89-544-230-235 <0.002
D2 R89-544-235-240 <0,002
D2 R89-544-240-245 <0,002

D2 R89-544-245-250 <0,002
B2 R89-544-250-255 0.007
D2 R89-544-255-260 <0,002
D2 R89-544-260-265 <0.002
D2 R89-544-265-270 0,005

D2 R89-544-270-275 <0,002
D2 R89-544-275-280 <0,002
B2 R89-544-280-285 <0.002
B2 R89-544-285-290 <0,002
B2 R89-544-290-295 0,002

D2 R89-544-295-300 <0,002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewl'Od,-:olorado 80228 
(303) yi'-1404-

REPORT: 499-0058 

SAMPLE ELEMENT 
NUN.BER UNITS 

D2 R89-544-145-150 
D2 R89-544-150-155 
D2 R89-544-155-160 
D2 R89-544-160-165 
D2 R89-544-165-170 

D2 R89-544-170-175 
D2 R89-544-175-180 
D2 R89-544-180-185 
D2 R89-544-185-190 
D2 R89-544-190-195 

D2 R89-544-195-200 
D2 R89-544-200-205 
D2 R89-544-205-210 
D2 R89-544-210-215 
D2 R89-544-215-220 

D2 R89-544-220-225 
D2 R89-544-225-230 
D2 R89-544-230-235 
D2 R89-544-235-240 
D2 R89-544-240-245 

D2 R89-544-245-250 
D2 R89-544-250-255 
D2 R89-544-255-260 
D2 R89-544-260-265 
D2 R89-544-265-270 

D2 R89-544-270-275 
D2 R89-544-275-280 
D2 R89-544-280-285 
D2 R89-544-285-290 
D2 R89-544-290-295 

D2 R89-544-295-300 

Au 
OPT 

<0,002 
0,003 

<0,002 
<0,002 
0,004 

0,005 
0,004 
0,005 
0,006 
0,010 

0,005 
<0,002 
<0,002 
0,003 
0,003 

<0,002 
0,005 

<0,002 
<0,002 
<0 ,002 

<0,002 
0,007 

<0,002 
<0,002 
0,005 

<0,002 
<0 ,002 
<0,002 
<0,002 
0,002 

<0,002 
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LAB. REPORT NO. 

BDNDAR-CLEGG INC.

12980 W. CEDAR DR., LAKEWOOD, CD. 80228 PHONE: 989-1-404 TELEX'- 45-893

SAMPLE SHIPMENT NOTICE

Date Shipped ___Via□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST’S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers
ISeries)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation DCP

Ore
test

Neutron ore

r a
Neutron ■

Neutron

DCP

Cu Pb
Neutron

DCP ‘

OCP

Pb

| □ assay (%, ore grade) □ / prepared
J samplesPlease analyze by t methods, the enclosed <

' □ geochemical (ppm, trace level) □ * unprepared /

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results □ Results

□ Invoices n Invoices.

□ Pulps n Pulps

□ Rejects n Rejects _

□ Results □ Results

□ Invoice □ Invoice

□ Pulps □ Pulps

□ Rejects □ Rejects

CLIENT’S COPY

r 

Samples 
Type 

E3 
LAB. REPORT NO. ______ _ 

BDNDAR-CLEGG INC. 

12980 W CEDAR OR., LAKE\NOCXJ, CO. e::J22B PHOf'\E: 989-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped ___ ____________ Via ----'--' Prepaid or • Collect 

# Parcels in Shipment __________ __ _ TOTAL NUMBER OF SAMPLES ___ _______ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER-----~ ROJECT NAME OR NUMBER ______ _ 

# Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore 
Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec Activation OCP test 

,,t,c 

. 

• assay (%, ore grade) 
Please analyze by samples { • geochemical (ppm, trace level) 

D DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

} • {prepared 
methods, the enclosed 

• unprepared 
} 

COMMENTS ___________________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

D Results 

D Invoices 

D Pulps 
D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES AND SAMPLES TO BE SENT TO: 

D Results 

D Invoices 

D Pulps 

D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

CLIENT'S COPY 



LAB. REPORT NO. 

BONDAR-CLEGG INC.

T29BO W. CEDAR DR., LAKEWOOD, CO. B022B PHONE: 9B9-VTCW TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES-------------------------------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

o?e

pb

Neutron

Cu

Cu

Cu

( □ assay (%, ore grade) □ f prepared
f samplesPlease analyze by > methods, the enclosed <

' □ geochemical (ppm, trace level) ,□ t unprepared /

□ 00 NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

□ DISCARD AFTER ANALYSIS COMPLETE □ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE ,□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD □ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results n Results

□ Invoices □ Invoices

□ Pulps n Pulps

□ Rejer.ts □ Rejects

□ Results □ Results

□ Invoice □ Invoice

□ Pulps □ Pulps

□ Rejects □ Rejects

CLIENT’S COPY

Samples 
Type 

LAB. REPORT NO. ______ _ B BON DA R-CLEGG INC. 

12 980 \N. CEDAR OR., LAKE\1\/0CD, CO. e::::E28 PHOf'\E: 989-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped _______________ Via----~ Prepaid or • Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES _____ ....:.._ ____ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER ______ PROJ ECT NAME OR NUMBER ______ _ 

# Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore 
Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec Activation OCP test 

. 

• assay (%, ore grade) 
Please analyze by samples { • geochemical (ppm, trace level) 

D DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

} • { prepared 
methods, the enclosed 

• unprepared 
} 

COMMENTS ___ ________________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPL ETE 

D RETURN COO AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

D Results 
D Invoices 

D Pulps 
D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES ANO SAMPLES TO BE SENT TO: 

D Results 
D Invoices 

D Pulps 

D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

CLIENT'S COPY 
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LANG EXPLORATORY DRILLING DAILY DRILLING REPORT RIG#:
Angle o^VerticatRig 
------ (circle one)------- DATE: bJ - A I'M*}

Daily C-o0 Daily ] v- iQ /-*1 rp Subsistence: PROJECT
Start time: Finish time: |t» l? 1 Day ^ Men NAME:

Hole #: Angle or/Vefj7caP 

—(circle one)___

Depth today:

lo<

Depth yesterday:

( 0 )

Hole #: Angle or Vertical

__(circle one)___

Depth today:

Hole #: Angle or Vertical

__(circle one)___

Depth today:

TOTAL 
FOOTAGE DRILLED 

TODAY:

FT

Quantity: Size: Material Name:

_______ Gal. Quick Foam

______  Gal. E-Z Mud

_______ Bags Cement

_______ _____ ” Rod Wipers

_______ _____ ” Tri-Cone Wear Sleeves

■ - - - - - MATERIALS USED 

Quantity : Size: Material Name:

--------  Bazooka Tube

-------- 14-Hole Adapter

.X____Nipple

-X___ Nipple

_• Elbow

” Tee

. _____ ” Pipe Plug

.ft. of ______ “Casing

" Casing Couplers

Quantity Size: Material Name:

BIT#: SIZE:

(0 ^

TYPE: Tri-Cone Carbide, Hammer Bit, 
Tri-Cone Steel Tooth 

-----(circle one of the above)------

MAKE:

) b*) l o o'

FOOTAGE: New 
Bit “

.Bit previously used__ Used 
on this project Bit 

------------(circle one)-------------
BIT#: SIZE: TYPE: Tri-Cone Carbide, Hammer Bit, 

Tri-Cone Steel Tooth 
-----(circle one of the above)-----

MAKE: FOOTAGE: New__Bit previously used__Used
Bit on this project Bit 
------------------ -(circle one)-------------

FROM TO ACTIVITY

3 '.30 RAW__ c,i-h (L^r RAP^ton - nem*- 5.

OO 7TO P <, T A I- L-_____ A A- P I ,T f 0 a 6 X 1 ; T t G-ji . f m l- ^ 1

T.^ T-l< ](V\0 V tr

^ N 1 l ___ -Y "j l~ X_ _ _ _ >.;L

1 V li'.oO t> b a l_ _ _ _ _ ii2_ _h£_

Mdh M o J K
3^/

> /L/

bo l-

SAMPLING PERFORMED BY LANG? (Ye$y No Partially (circle one)

%
.Hrs. MOVING,. _Hrs. HAULING WATER,. .Hrs. STANDBY

Hrs. BIG/SMALL CAT (circle one), _Hrs. SKIDDER,

__LLHrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation

etc.,) ^ I ^ t ft i iV. A- i) i A t o u_

Hrs.
Drillers signature

Hrs.
Helpers signature

Hrs.
Helpers signature
**********JUSTIFY HOURS (If Applies)********** 

Getting Fuel

--------- Chasing for Parts
Drive Time (after the 1st one hour)___________

CLIENT REP: SL, .Was the hole(s) completed to desired depth? Yes. .No.

YELLOW-GEOLOGIST COPY ©

LANG EXPLORATORY DRI LLING DAILY DRILLING REPORTIRIG #: L 
Angle o Vertical .R ig j 

· DATE: --- -(circle one)--- - ).A-/✓. l) /cf'i1 

Daily I Dai ly I Subsistence: I PROJECT 
Start t ime: I 

~ 
Finish time: I ou 1 Day Men NAME: h vi r ,> l, t..,, 

Hole#: Angle or Vef t [fa,L. Hole #: Angle or Vert ical Hole#: Angle or Vert ical 
_-(circ le one) ___ _ -(circle one)--- _ ....(c ircle one) ___ TOTAL 

FOOT AGE DRILLED 

Depth today: Depth yesterday: Depth today: Depth today: TODAY: 

(o~ ( u ) t: < FT. 

- - - - - - - - - - - - - - - - - - - - - - -MATERIALS USED - - - - - - - - - - - - - - - - - - - - - -
Quant ity: Size: Material Name: Quantity : Size: Material Name: Quantity Size: Material Name: 

Gal. Qu ick Foam " __ x __ Nipple -- - --

Gal. E·Z Mud 
.. __ x __ Nipple -- - --

Bags Cement 
.. • Elbow -- -- - --

_ _ .,. Rod Wipers --- _ _ " Tee 

__ " Tri-Cone Wear Sleeves __ " Pipe Plug - - -
- --- Bazooka Tube ft. of ___ " Cas ing 

---- 14-Hole Adapter _ .. Cas ing Couplers 

BIT#: SIZE: TYPE: Tr i-Cone Carbide, Hamme_L.Sit-, MAKE: FOOTAGE: N~w __ Bit previous ly used __ Used 
Tri-Cone Steel Tooth Bit on this project Bit 

--- (circle one of the above) --- ·, ---------(circle one)- -------- -
BIT#: SIZE: TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: New _ _ Bit previously used _ _ Used 

Tri-Cone Steel Tooth Bit on this project Bit 
--- (circle one of the above)---- - - --------{circle one)- ---------

FROM TO ACTIVITY 

1 ✓,..: >v 3 · ~c I. ( t- ./ I· A I > ''r",( I • r- ri iDIA'tu1. . ,....., E "5"u. 5, 

Li o.J 7 10 I IJ , t , I L .P /l.1)1 o\..!--ct ,; t" \ ' 1 f'" /,...JI t ,. ' I'-' I 

-, ")\.l "ii',..,... '"" 0 I, i,.-

'11' I-;' 0\ JO J '-' I- L ~ ,; I, -r ~ , I r ,4 L L 

I ., .,v \). '. o 0 r,t\.,., -\ ) f, C: 

j 

P l1- J .. L .. "~-,. 3 ~,., 

hlu / 1 
?. 

" L, ./ 

J 
bo1 • 1v 7 '?.. 

SAMPLING PERFORMED BY LANG? ~ No Partially (c irc le one) 

'J Hrs. 
__ Hrs. MOVING, ___ Hrs. HAULING WATER, __ Hrs. STANDBY Drillers signature 

__ Hrs. BIG /SMALL CAT (c ircle one), ___ Hrs. SKIDDER, Hrs. 

I Helpers signature 

l Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost ci rculation Hrs. 

etc .,) 1 
Helpers signature .. - ) ' - **"°"**"°"**JUSTIFY HOURS (If App lies) * * ****"°"** 

Getti ng Fuel 

Chasing for Parts 
Drive Time (after the 1st one hour) 

CLIENT REP: ,!t~/~~ 
,,, ' Was the hole(s) completed to des ired depth? Yes __ No _ _ 7 __ 

YELLOW-GEOLOGIST COPY ® 




